
Chemical Content

Chemical Content
Harland Associates Research Lab in San Francisco, CA, reports Ceramic Cover CC Systems 100 as having 0 
(zero) grams of volatile organic compounds, (VOC’s) less water per liter, and “is a compliant coating with regard to 
VOC content requirement of the Bay Area, Air Quality Management District,” one of the strictly controlled air quality 
management districts in the United States. Ceramic Cover CC Systems 100 contains no solvents or hazardous 
chemical elements such as fluorides, chlorines or iodine. An analytical testing laboratory, tested the chemical 
compound of Ceramic Cover CC Systems 100 for chlorides and halogens with excellent results.

A large number of test at independent research institutes and laboratories have been carried out and reports are 
available from Envirotrol, Inc. 
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PHYSICAL PROPERTIES RESULTS TEST METHOD
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Typical specifications:   Depends on required temperature reduction.   Normally 1 - 6 coats each 500 microns / 20 mils.
See Delta T Chart on page 2.

MECHANICAL PROPERTIES RESULTS TEST METHOD
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